TABLE

1

NYC PCB PILOT STUDY SCHOOLS AND DSF BMP SCHOOLS
PCB Bulk Product Waste (Materials With PCBs > 50 ppm at Time of Manufacture)

Sample 1D | Sample Location | Material Description | sample Date |  Concentration
Interior Materials at 178X
178-103-CK-PRE-2 Lobby 103 Display Case Caulk 16-Jun-10 114|{mg/kg
178-103-CK-PRE-3 Lobby 103 Display Case Glaze 16-Jun-10 61.2(mg/kg
178-139-CK-PRE-2 Room 139 Window Frame Caulk 12-Jun-10 1120|mg/kg
178-182-CK-PRE-2 Room 182 Window Frame Caulk 12-Jun-10 261|mg/kg
178-182-CK-PRE-3 Room 182 Window Sill Caulk 12-Jun-10 23700{mg/kg
178-223-CK-PRE-2 Room 223 Window Frame Caulk 12-Jun-10 255[(mg/kg
178-239-CK-PRE-1 Room 239 Window Frame Caulk 16-Jun-10 18700|mg/kg
178-258-CK-PRE-3 Room 258 Window Frame Caulk 12-Jun-10 90700({mg/kg
178-258-CK-PRE-4 Room 258 AC Caulk 12-Jun-10 6000|mg/kg
178-304-CK-PRE-2 Room 304 Window Frame Caulk 12-Jun-10 161|mg/kg
178-322A-CK-PRE-2 Room 322A Window Frame Caulk 12-Jun-10 249|mg/kg
178-337A-CK-PRE-1 Room 337A Window Frame Caulk (Brown) 12-Jun-10 135[{mg/kg
178-357-CK-PRE-2 Room 357 Window Frame Caulk 12-Jun-10 57.9(mg/kg
178-FL1-CK-PRE-20 Rooms 110, 118, 122, 154 & 165 Door Frame Caulk (White) 26-Apr-11 356|mg/kg
178-FL3-CK-PRE-57 Rooms 305, 321B, 336A, 339, & 356 Window Sill Caulk (Brown) 25-Apr-11 60.5[mg/kg
Exterior Materials at 178X
178-EXTEAST-CK-06 Exterior East Beige Perimeter/Expansion Joint Caulk 4-Nov-10 7940|mg/kg
178-EXTNORTH-CK-03 Exterior North Beige Perimeter/Expansion Joint Caulk 4-Nov-10 13500|mg/kg
178-EXTNORTH-CK-05 Exterior North Black Window Caulk 4-Nov-10 196(mg/kg
178-EXTSOUTH-CK-01 Exterior South Black Window Caulk 4-Nov-10 192|mg/kg
178-EXTSOUTH-CK-02 Exterior South Beige Perimeter/Expansion Joint Caulk 4-Nov-10 11300|mg/kg
Interior Materials at 183Q
183-STB-CK-PRE-37 Stair B (Floor 2) Fire Stop Caulk 13-Apr-11 66.7(mg/kg
183-STD-CK-PRE-57 Stair D (Floor 2) Fire Stop Caulk 13-Apr-11 83.1{mg/kg
183-N.CORR-CK-PRE-66 North Corridor (Floor 3) Fire Stop Caulk 13-Apr-11 1600|mg/kg
183Q-CLK-1ST FS-23A-23C 1% Floor Landing Stair B by Exit Doors Fire Stop Caulk, red, conduit penetrations 31-Dec-14 60.2|mg/kg
183Q-CLK-2FSC-10A-10C 2" Floor Stair D by Exit Doors Fire Stop Caulk, red, conduit penetrations 31-Dec-14 62.8|mg/kg
Exterior Materials at 183Q
183-EAST-CK-PRE-4 East Elevation Brick Masonry Caulk (White) 28-Apr-11 312000|mg/kg
183-NORTH-CK-PRE-07 North Elevation Door Frame Caulk (gray) 28-Apr-11 328000|mg/kg
183-NORTH-CK-PRE-11 North Elevation Door Frame Caulk (Red/Brown) 28-Apr-11 822|mg/kg
183-NORTH-CK-PRE-10 North Elevation Brick Masonry Caulk (White) 28-Apr-11 297000|mg/kg
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NYC PCB PILOT STUDY SCHOOLS AND DSF BMP SCHOOLS
PCB Bulk Product Waste (Materials With PCBs > 50 ppm at Time of Manufacture)

Sample ID Sample Location Material Description Sample Date Concentration
183-NORTH-CK-PRE-12 North Elevation Vent Caulk (Gray) 28-Apr-11 229000|mg/kg
183-EAST-CK-PRE-1 East Elevation Door Frame Caulk (Red/Brown) 28-Apr-11 2010|mg/kg
183-EAST-CK-PRE-2 East Elevation Door Transom Caulk (Gray) 28-Apr-11 314000{mg/kg
183-WEST-CK-PRE-13 West Elevation Door Frame Caulk (Red/Brown) 28-Apr-11 2940|mg/kg
183-WEST-CK-PRE-16 West Elevation Door Transom Caulk (Gray) 28-Apr-11 295000|mg/kg
183-WEST-CK-PRE-18 West Elevation Door Frame Caulk (Gray) 28-Apr-11 305000{mg/kg
183-NWLIGHT-CK-PRE-18 NW Lightroof Door Frame Caulk (gray) 28-Apr-11 283000|mg/kg
183-SWLIGHT-CK-PRE-23 SW Lightroof Door Frame Caulk (gray) 28-Apr-11 255000{mg/kg

Interior Materials at 199M
199-BK-22 [Stairs A & B [Door Paint (Orange) 14-Aug-10 | 718|mg/kg

Exterior Materials at 199M
199-EXTSOUTH-CK-02 [South [Perimeter Caulk (Tan) 16-Nov-10 | 711|mg/kg

Interior Materials at 309K
309-CAFE-CK-PRE-4 Cafeteria Door Frame Caulk 13-Jun-10 235000{mg/kg
309-CAFE-CK-PRE-6 Cafeteria Bay Door Frame Caulk 13-Jun-10 294000|mg/kg
309-CAFE-CK-PRE-7 Cafeteria Column/Wall Seam Caulk 13-Jun-10 270000|mg/kg
309-GYM-CK-PRE-3 Gym Door Frame Caulk 13-Jun-10 286000|mg/kg
309-NS-CK-PRE-1 North Stairs Door Frame Caulk 13-Jun-10 157000[mg/kg
309-NS-CK-PRE-7 North Stairs Door Frame Caulk 17-Jun-10 199000[mg/kg
309-NS-CK-PRE-8 North Stairs Door Frame Caulk 17-Jun-10 1430|mg/kg
309-WC-CK-PRE-1 1* Floor West Corridor Door Frame Caulk 13-Jun-10 287000|mg/kg
309-WC-CK-PRE-4 1* Floor West Corridor Display Case Caulk 13-Jun-10 440000|mg/kg
309-WC-CK-PRE-6 1* Floor West Corridor Former Gate Rumer Caulk 13-Jun-10 278000|mg/kg
309-BSMT-CK-PRE-05 Vestibule 2 Door Frame Caulk (Brown) 12-Apr-11 19000|mg/kg
309-FL2-CK-PRE-06 Ergjrlr?do'\r'ig: 2?;'2%;?;0{’2\23Co”'dor 200, Door Frame Caulk (Gray) 12-Apr-11 79400|mg/kg
309-FL3-CK-PRE-07 gg&;Tlgzrrr}?ji(r):sctgirrrgor-m1, E. Corridor Door, COrfidor- o Erame Caulk (Gray) 12-Apr-11 92100|mg/kg
309-FL1-CK-PRE-08 >Exit Lobby E, SWVestibule, Kitchen Exit Vest., 141143 |5 o1 Frame Caulk (Red/Brown) 12-Apr-11 1450|mgrkg

Vest., E.Vest.
Exterior Materials at 3R

3R-CK-POST-002 North Courtyard Wall Caulk Expansion (Beige) 5-Nov-11 77500|{mg/kg
3R-CK-POST-009 East Elevation East Elevation Door Caulk (Gray) 5-Nov-11 1400|mg/kg
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NYC PCB PILOT STUDY SCHOOLS AND DSF BMP SCHOOLS
PCB Bulk Product Waste (Materials With PCBs > 50 ppm at Time of Manufacture)

Sample 1D | Sample Location | Material Description | sample Date |  Concentration

Interior Materials at 45K

Caulking Sample 01 1% Floor Staircase A & B, Custodian’s Doors Door Frame Caulking 27-Aug-13 246443|mg/kg

Door Caulking Sample 01 2" Floor Corridor Classroom Doors Door Frame Caulking 31-Jan-14 301538|mg/kg

Door Caulking Sample 03 2" Floor Doors to Main Office Door Frame Caulking 23-Jan-15 244862 |mg/kg

Door Caulking Sample 04 f‘ Floor Staircase A Door Frame Caulking 23-Jan-15 252747|ma/kg
Exterior Materials at 80R

Caulk (Top Layer — Gray) 1% Floor Ramp to Boiler Room Expansion Joint Caulk 20-Apr-09 6320|mg/kg

Caulk (Bottom Layer — Black) 1% Floor Ramp to Boiler Room Expansion Joint Caulk 20-Apr-09 30400({mg/kg
Exterior Materials at 837M

Sample 3 |Exit #2 |Exterior Panel Caulk | 22-May-12 |  116554.7|mglkg
Exterior Materials at 149K

No sample identification 1% Floor Exit #4 Door Frame Caulking 2-May-08 339{mg/kg

No sample identification 1% Floor Exit #7 Door Frame Caulking 2-May-08 642{mg/kg
Interior Materials at 299K

Sample K299-01 [1% Floor Slop Sink [Door Frame Caulking | 7-Dec-12 | 4231|mg/kg
Exterior Materials at 302K

Sample K302-01 [1% Floor Exit Door(s) [Door Frame Caulking | 14-Feb-14 | 513.1|mg/kg
Interior Materials at 304K

Sample 01 [1% Floor Classroom Door(s) [Door Frame Caulking | 17-Oct-13 | 106173|mg/kg
Interior Materials at 415Q

Samples 1-3 1* Floor Door Frame Caulking 5-Dec-13 1054|mg/kg

Samples 4-6 2" Floor Door Frame Caulking 5-Dec-13 1265|mg/kg

Samples 7-9 2" Floor Door Frame Caulking 5-Dec-13 1299|mg/kg

Samples 10-12 3" Floor Door Frame Caulking 5-Dec-13 759.3|mg/kg

30f3 May 13, 2015




